U, S, DEPARTMENT OF COMMERCE
NATTIONAL BUREAU OF STANDARDS
WASHINGTON
PROVISIONAL CERTIFIGATE OF ANALY¥SIS

STANDARD SAMPLE 8h
BESSEMER STEEL, 0,1 CARBON

Percent
Carbon =~ = = = = = = = = = = = = - - - = - - - 0.116
Manganese - - - - = — = = = = = = - - - - - - - 45
Phosphorus - = == = = = = = = = =« = = =« ~ =« = = .04
Sulfur (Gravimetrie) - - - = = = = - - - - - - .050
Sulfur (Evelution, HC1 (i + 1)~ - - = = - - - . 050
3ilicon - ~ - - = ? B e T .028
COPPeY = = = = = = = = o - - -~ e o S § L1}
Hickel = == = ¢ & = = 0 = = o = 0 = = = =~ = = = .019
Chromium = = = = = = « = & & ¢ = « = = = = = = .022
Vanaditil = = == = = = = = = = = = = = = = o - . .017
Molvbdenum - -~ « « - = B . 003
Nitrogen ~ - = = = =« = = = == = = = = - - - - - LOL17

(Signed) EDWARD WICHERS, Chief
Division of Chemistry .

Washington, D, C,
January 17, 1954



